scan IQ see the repor‘t

TEST REPORT

No. : SZIN2305000712ML03_EN
Date : 2023-05-12
Page: 1 of 2

SZIN230560071 2MLO3

CUSTOMER NAME: GIOMETAL CO., LTD
ADDRESS: NO.4,ZHENLONG ROAD, 5TH INDUSTRIAL
PARK,CAIWU,WUSHA,CHANG AN TOWN, DONGGUAN

Sample Name : Titanium Threadless Prong Set Flower End
Product Specification : 25G 4.2mm
Material and Mark . implant grade titanium (Ti-6AL-4V-ELI ASTM F136)

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however,
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample
information provided by client.

Date of Receipt : 2023-05-04
Testing Period : 2023-05-04 ~ 2023-05-12
Test result(s) . For further details, please refer to the following page(s)

(Unless otherwise stated the results shown in this test report refer only
to the sample(s) tested)

Signed for
SGS-CSTC Standards Technical
Services Co., Ltd. ShenZhen Branch.

Peter Lau
Authorized signatory
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Chemical Composition Analysis:
Test Method: GB/T 3621-2007
Element C \Y Al N H 0] Fe Con.
Req. % <0.08 3.5~45| 5.5~6.50 <0.05 <0.012 <0.13 <0.25 -
Result ,% | 0.008 4.14 6.36 0.016 0.0036 0.12 0.15 Pass

Note: The requirement is specified in ASTM F 136-2013(2021)e1 type Ti6AL4V.

Sample Photo

Appendix information:

1. The above test has been subcontracted to the accredited laboratory.

2. The test report shall only be used for clients’ scientific research, teaching, internal quality control,

product research and development, etc..
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. and just for internal reference.

********End Of report****'k***

Unless otherwise agreed in writing, this document is Issuod by the Cnmplny subjacl to its General Conditions of Service printed
overleaf, available on request or accessible al h .Mww m/en. itions.aspx and, for electronic format dowmonls
subject to Terms and Conditions for Electron : z -
Attention is drawn to the limitation of Ilabillty indamniﬁcatiun and Ju ny

advised that Informatlon contalnad heroon reflects the Company's ﬁndlnqa at lhe time of I1s Inlervamion on and wlihln tho Ilmlls ol’

Client’s instructions, if any. any's sole responsibility is to its Client and this document does no lxonlrm parties to a
transaction from exercising all lhslr rights and abligations under the t Thi

s anno
except in full, wilhout prior wrl len app! | of the C mps y. Any thorized alt ery or Ia!slficllion of the content or

appearance of this to the fullest exlanl gthe law. Unless otherwise stated the
results shown in this test report refer only to the sample(s) mntsd" and such sample(s) are retained for 30 days only.

Attention: To check the authenticity of testing /inspection report & certificate, please contact us at telephone: (86-755) 8307 1443,
or email: CN.Docchecki@sgs.com

Room 04, Pet 8 oon 1, Pt 4o 1, R 051, g st P, 4, T o i Conmanty e St Lngg DSt Gumgon, Ctia SHTZY W 8group.com.cn
ws-rs-imuzimmm&mmm (6E) THTEMR4S101-901, 25101, 38101, 38301-501 @4:516120  1(86-755)25328673 Sgs.china@sgs.com

Member of the SGS Group (SGS SA)




		2023-05-12T05:38:23+0000
	CNE2
	SGS officially issued document




